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Abstract

Art paintings are valuable cultural assets in any country that they are always threatened by dangers such as
rupture, scratches, and loss of pigments. Natural disasters, irresponsible handling, exposure to light and
temperature changes are all dangers factors. Various non-destructive methods such as radiography testing
(RT) and ultraviolet (UV) inspection can be used to identifying detect the location of defects without any
damage the paintings. The radiography testing recognized hidden patterns and deep defects and the general
structure of the painting due to the penetration of X-rays to the lower surfaces. In the ultraviolet inspection,
information about scratches and surface defects is obtained, depending on the type and material of paint
used. Images of both methods provide excellent information to restoration experts, but problems such as
blurring images of the RT and darkening of some colors under ultraviolet light make it difficult to identify
the defect regions. It is appropriate to use image processing techniques as an auxiliary tool to increase the
contrast of the image. In this research, the Gabor filter has been used to increase the quality of the RT and
UV images and reduce the blur of images; The Gabor filter use an automatic threshold level based on the
deviation and mean pixel information of the images. Images reconstructed by the Gabor filter are efficient
in identifying hidden designs and the location of defects.

Keywords: Radiography, Ultraviolet light, Hidden Designs and Defects, exquisite paintings, Gabor Filter,
Image Processing.

tape S yonjl Hy9ld
YW ol 9 5wl PCET o Lot (R3S 099



NONDPESTRLICTIVE TESTING TECHNOLOGY

DOI: 10.30494/jndt.2021.275716.1054 VE LYY by g - VPRV il o

bl 5 gls ozl lulis jo jhaulyd glagip b w3l 5 )87 ool duslin
et sloglls

Ml )5 830l gl 0395 T iy e ) puilid 32 50 000
(o)) simmas plol (Lol o oSl ((glatinn S0 pub sl ol IS -
() (o plol (ol iy oSt ((Sb3p 95— (St (quvigen jlastsls ¥
Lowddly SaSS y oRils ¢ Ko )8 &l s Coo yo eoliw] Y
=Maryam.ghyasi56@yahoo.com

sduS>

L}""s) o= )‘ 9 (;M‘J} ‘(;)l" abe Lf‘)"‘a" LJ °)‘9“"° i Ls)ﬁ“‘“f e (;“‘QJS w))‘ ksLQ‘ch)“ as SR dLm?LL‘
Sbml Jelge o)l a2 )0 DlpesS g )98 (oyre 50 (585 1B @iVsius 28 bl b Solpm Wgd (o0 s bl
Jee (et glpedan 3 slogin b (o3l 5 )55 05T wiile 05008 chlisee (sla by 5l Glgh o0 it S ilas
S IS b odle con ) pobe @ Sal andl 3585 Lo 4y 6 Sg 50 0,5 eoliitul laghli a4y dedo s o]
aby I S5y ook 5 £95 4 Aaniiinl B slagi b gyl 58 o0 ey Ghoe slacsl 5 Gl oo 2550 50 Sl
IR e ye Graasio li3l 5o a3 Sledlbl g 50 2 pglal oo Cessy (s gl 5 o315 0550 40 (SN
L seel sl paseazsanld o Glagin 5 S, (pan ool ond S 5 pslal 905 pas il SV s e e
Geioss ol 58 el canslie pglal Canl ST Gl (sl (oSl Glgie 4 pgal (Blon slasby, ) eslitul aiS' (oo )l
s 5 555 alin] s j )olS Blo sl o ooliiasl sl Fydy pas LualS o oS Lialdl gl oS Lo
5 ol slop,b olulis 15 1ol Blo Lawgs odd g5l ke S o eolitasl gl LSy SleMb] (p Silie ¢ Gl

Sind 5o deww! e

9 Al iz (Bl g s BT lap sl ool 56
el [Y] cal aly s)ls 13 T jo 5l aS e
SIS BT a0 sy el Jolge 55 g cums LSad olge
Gar S e byl )0aSs § cblis 4 gy 8
sledl g BT L3 o o bl e e pladl aisS o oo
5 595 Al (50,8 A sl ge planil (Fu )b 5 50
5 ohhs gl asbe sanl glas 4 olalli
SO 0,9h S co daag |y g BT aS slaca]
O 3l el @zl b ope il p Ob (2l
o a5 sin g (So,5l 5 LaslsSSs, 8,
gl wosh e doms 10 (655 )8 ol 4z o Dl s

g oo oyl xabs Bolsm 5 Suils dea
05 LS 1 sgzge (aBlys 5 Lol jais ol
w8 S G S95UsS sl by, wome Crl oo p o 5l sl
WSiS 65 (SSL o laghy, Sl ed o

dodie -\
kol glie 5l o5l wyls 9525 laojse ;0 o5 (g ym U]
@ Sl pgle 3 5 (Pl (o oele wliios
Gaa b lal 5l Seob g e BT D Wy e e
wloais aizlo 5 2Lk s 23U gy 5 SYsb 5 b
mso g |y o] (G5UsS o 58 slap lSe g il s
ol g bl e i S 5 5 e ade S
b sl dp oS Sle 5 e @95 Gl (2
|, SBan 5 Lo 5 el 4LERS analy ol 31 bgo
rol 0 50 (Fmsd g sy Bl a8 e b
5 sl d g oad i (ame Sogll Lo o
5 03503 Sbml () 5 5y BT 55, 2 slesl (B
00,5 plyp paiz 1) 4SS (o0 505 slaanlb Sy oS
(S kel 055 Loz 0 e slap il ol
5 Wedeo s Al (Sjelsn 5 SHe (pled

tape S yonjl Hy9ld
YW ol 9 5wl PCET o Lot (R3S 099



M

NONDPESTRLICTIVE TESTING TECHNOLOGY

ool ass (DDR) Y‘W Jizus 6,5

[0] 55,8 oo ool pgas el Lamme olgins
50 L cals slgsl o (UV) T an ol jgle slags
R PRV K0 JJ[S )...C L)L“'“"‘ st.: 9 a)lo )|)3 é).n C‘}n‘
Coodlos (lyt obliiog S zlpal ailotinl b sl
sob 4 Jg oS Sow 4y S wled Lasis SULks
@ Sl Sy S N098 97 09b o I slasl
ol a0l ol ulSe slapkd Wl o)l Jgene 45
UV jlass cs |y el s slag p 5l Jols pglas
oolaul (5“’“9" uo‘J.al (5‘0'” B ‘sim)) UAM 6‘):
a ol Sl osleal UV slos )5 0 et 51 (S5 055 50
o3 hol b o s (sl S5 13 S oy
b S o2 Jgane LSl ol sl by 5 5 0 U
L oS o5 aesee plis (lpis (il 3 slag
FUERY o.))f)ls..ﬂ ‘) L &l odls L‘;‘“&c ‘_ngj_v).a U”‘
S,y K, ol 00 o, BB Ol i gl Laids
et Glgie 4y aile so wiis 0 o UV 2l 55 a8
ol SSe g b g la ok ygp ololis goass
a5 S8 slagy 5l el b gl ppga
0yig yob (smsblideg ySIl lyal <52) (pdnlp slag
SSal 3 05 il 51 5| ik e Jsb 5 el
035 oy 3550 sl A sy ol g 55 e
LS Ll 1) Jols g a5 ans e o5l LG &
slatwnd 5 S5 zsb 5l lgiee Ghgy crl 5l ool
Slr b GMbl 5 0,5 cof g pglal cuf, LB e
oree Sl il o Sl e Selr g B slaay
Sgin 9,550 Sy el Gilopngas ) B
&GSy £95 am Gialel 050 slaaigei b anl )3
Loy ogdon wSain b 305 oo i zlgal b aws o0
S 9 o gble g olge (Sl 5 S0 28 e
15l (Ol pb uilo,sld oayay () 05l oo LmQT 5
IS Gy oiin slygle Glagin bawg (610 pgas ;s
Weo@w‘&swm@éw@&u)yw
Om)93 Seoms & (SS9 £98 4 a8 b alol> A

Slao 5l o ybg, oyl yo Lol Sgu g0 o3laivl . g Sgacas
S9y b b oleosd dlge g 38,5 o oolitnl gl
OiemS| 5gd oo JUT G090l 5 B el Ky sl
SleSly sl wsllae (S5, Olyim Wi oo 5 sl
1325 9095 0 Lol (plulid o Blate 5 (I
ol D9 g 29 e plamil G5 5B 0 oS Cunl (oBy)
Wjew\dﬂ)ﬁl@qejwulwlﬁg
Sl orzren S glolid 1) (b oge wlgi o
Oles 5o o5 GieeST e 50 e sl SO
O 3l alaSS) 5 09d 0 Conns g 9250 18 Sk
NPV IRERVED SN PSR GET G RPSN X0 [ | f IRRVISN
5 Bl et 4 ] 55 ¢ ol ) il
WS S5 ol )0 sgzge (x5 g (b el
3 n st sloygns] el (sloslall g3 Caranl (g,lo
Slp &S Wgyo0 sled & eled e slagts; salex
b5 gy Bl olse Sliogas 5 ol plulis
by oad byl o 58 Sl 4SSl (g Wsd e oolinul
Fols y2mayet glaggejl wiiley ol gl (oS
09031 386 qole (9031 S 505 (3905 e oaiz (oot
b ogel ot g3l et pgesl v Kigin
s oiml) wales G Olr Osel g bl
el otz gyl @ e 5e3] 5 Jslae
iz b S s b slocasl Bliioe b )
5 Sl (3,5 (amiie (sl g 09ad Zuf) hens f
5 ool 059 el ] s soliial bl xaw 5 g
Lol g ()b g sy BT aalllas o 5,55 (g0
wdly Slol s 05 Cane g LSl (ais o Saie
5 @boled Glp danlp gy gop G ol
o] lolid gy bl 1 Sy Candy Lo

el Jgore (B9, (Frlaw
solil LIS b ool slagiy 5 6, Kigine )] o
% @Yl b 395 5,08 5 0ligS zoe Job 45 09d s
O 0uiS Ty 9 D g dged I Heee 5l am g W)l Slge
S8 &pﬂ GAiged Culny S 5L, 8T b old 4 1 5o
S 093] 50 5d e S gl 5 Sy e 30
3y wed e oolainl iz slapld 5l suw
25 G Slrio 1 CR) T gl (5,55

3Direct Digital Radiography (DDR)
4Ultraviolet light

1Atomic Oxygen
2Computed Radiography (CR)

tape S yonjl Hy9ld
YW ol 9 5wl PCET o Lot (R3S 099



NONDPESTRLCTIVE TESTING TECHNOLOGY

by, =¥

&K -1-Y

ooliinl O+ ® LS50 il 5 oKt 5l (6,565 1 sl
alaii 03105l 5 ¥ KW oSl il g gl,lo a5 ol 0
ol sl aguiegd] Slo Y MM LYY pM Sgls
D10 cdg S VY LY 0 5kdg Ol yuss 009050 gl
oAt slp oS Sl (S0 595 b ¥ S syl acgerme
Slrbo g oo odlitul puz S5y o S 05
e 5l g Sl dndl (5l ST (sl gy
eyare §)id Sl (625 95 p il an &S oud ool
£ a5xF A5 olayl b Lo s g oo CR 30-X
Sl Jy st (S VY pglad plaiS adgs JuSy
b alols digdi oo (i A pslad 4 o Ghjlo
50 00l (6,55 5 (sobli ol (K oLl olal 4y e
60550 4 3laie bl (pl a5 el 0l ools las VS
Ol @)Kigiy 5 Bam 5 abl oo Ll 55 Luilly (5,00

Lol 9l 50 09290 oy hel g gee olulis

S iy ) 5

iy slygle slogs p b (6,18 pgeas -Y-Y
Ky S5 gl a0 5l idnl B slagip b (5,10 p gl o
5l g e ool fZagili Ve oo b Yo e zge Job b
Creag® 9 0 00l T 4y lgal 428,58 (90 (sl
29 9 03,5 ga |y ok it lagge Jsb (ogase
I ol Byl S mes g ¥ S e ol
alizs slagse Job 9959 (5l melad Sl ye0 )l

2035 E oS 69y p pgal U ol el S
sy gy slhle JbEh bwg (gl gl
haid oS oo )8 il g slags n JUsil lo (0
Or)9d S & poal Cob glp GhaLlE slagi
il il jsld Lasgs (610 gl ;0 g 09 uSaie
OB SLB A BT 5o (6l pgad lpl Sl ogdle
)9 s B ogd g0l ()90 3 (53, 5 slBlo W)l
Oep9 Caoms & gl S (gl Guilio 5l 5l fol (50
vl Do S

G5 Sl o5 g0 laghl Culbes ST Lo 4
LY o 6551 L obogi 5l Ysons 5 ol JSie a
Sl 555 o oolitasl agbls (5 Kigi s (sl g oS 5+
Ll e Fke Jelse i ania B oll alols 5 oL
40 oad aid S IS (65,50 (govgame (gl i (65,
Sgn polas (S5 (Sasly Js 4 ) Kgp
515 2909 pue Ygane

o310 Al sla g, Glg5 o0 zay poe 8 Sl
el (Sas cle Bl g cenl S ol Jols g
29 £9d5 5 S 8l o) (nl )5 Ban aS o
L il s 2305 CarkeS 39t ol Loy] s Lak L
S s 52 S el S 5 5551 ol
i =85] (gl (g0b) sane Jold Ll 0ol ploxl
Sl f1S Al Jgene slahs, 31 (Su IAA] o5 e
b bsy onl el cB3loy sbgbs, xS ugas
22l gn o8 25t 5 5 ouilS 5 (sloiz 0 s
W5 50 L8 oolawl 8,90 o, Sg5 5 sl S0S Sgus (sl
DT s lvgie o il Slo sl

S one s Ol (oot ip sl GBS nl 5o
g b owil 5 G5 5l (g0 wiedy )l (60
ot 6y y38 o 5 il o oolitl panl 3
o c3m ol o sl o ool yslas CarssS
Syl s glad jo g cel SR 059 sla
aS ol ol a8 (Blo leslawl Gblse 5lojls 0,8
Sozy Sglite otz 5 bWl B L Srge slogls
g Loy 0l paal jI ool Sledbl slas a5 wjls
9y 2 iyl IV T a5 ls 50 alisee (gl uils 3
GO9S S50 S5kl (il ngal 5 o) Kgi
bl Jore 5 (298 b Celound Jloel Lilowl (sl

Kigs (gmry 5 (3B

AY

. s D g9nll 59l
WA lews g 5mb NA-EY o lels P©9d 0,99



NONDPESTRLICTIVE TESTING TECHNOLOGY

2,.2 2
)4 Xr+V Vr
g (xyAoybp)= exp| -
[( ) 27r02 { 202 J
Xsin(ZﬂX—r-/-(pj
A
D)
SCUe (PIRGe £ 9 (SR> s> 2 lg) o

0 bl oo poad | adadi S Slaise yj X it
ol CmsS Ghgy Jobo
Xy =X cost +y sinf
Yr =-Xsind +y cos
35 O sabold) goe Job A sl Blo (2352 4l 0
ol 1y lo (aied alie MalS” oS e Jlgite (sabaii
olis g Blo 5B @ el Slad slal Cod ¥ o 0
asb @ = 180% 5 @ = 0° 31 aiib o 0,5 gosimd
o 3L @ = 2707 5 = 90 S5 ¢ lice o
Do) sgy aalgs o lanal
98 PBlo yo ol el Jkz ¥ 50 ly s Job
polie ool b as oS o ) soge i85 9w
s b dlo 5l glacgemme bl )l opl 4 i
ol 5SS 5 g e 0asali {98 ilo UL as 0] e
45 0L el g 5 ], siliee oMbl b Lo
@ ® g by badse jl can Sie bl bl
LB e S b (g skl g oo Lol

b ¥
S0 BT degazme 3| (LBE oy n S Gudizd ol yo
ol osee 5 oleiy b (g5l 8T sl Ldlly (50590
S b sl 5 65 5 g3 5l il o oolil
Y USE o ol o0 ookl 5l 29 (sl ksl 3
bbb 5l (cond 5 bl il s pgal 5 o) Kgn Vs
Y S5 j0 a8 jshiles ol oals ool plis olesS )5
Ol S Se hel LB 50 9sd e caalive
003 (] (595 sz ik dms o LS aS 8l g2y
BT ) 5 s ©ss (B eied el 0nd
0,055 5,3 9750 Tod9 pus oo 4 Lol aiivs osaline
olidl gl as ail oo ledo lacew! 380 aosxis
VOUSE 53 09h plnil pgal 1y Wb gl CodS
s @ LSS, (Fawdl> Jols oL (55, (v Cgs

2 g oo mula el sl Sl aliwg 4 aS ol |,

G0 Il o5l g (S (I Slga 5 S
Dyl ocs bl BB

bl Sledol -¥-Y
s,k (g5l KoT jshate 4y bl oy Baios ol 5o
S0975 g 4z5u )b 5 90 50 395 o0 plnil () Cgue g Oles
S pnyas 5 ) Kgin Ggesl 5l eslital b o (65kusk
ol s dales 6)5] oz Sledbl il 8 sl b
aw gl ol go 5l 4 Canl oS SO (g0 5, 5Ll
9l (6 I0aSS e Al s por 59, 69, SO, slub
CM#+ M oLl slel .l bl jo Lwdly (5 5o (50590
6)&53):1 &y )Lm)Li.uT U doiiz galold g conl YA X
Yoo oM ol slal & a5 b xS 9 5Ll oLas |
Sl 5y sl 5 i sl oo o 48,5 L

| 0dg b.&:oy).v uo).xa

1348 gilo ~F-¥
loo)l5 0 gl (o g (o (Jlo S5 )05 Slo
&l ST il o aisle pgead (55lo 50 alise
5 s> bl lo ol g e ool . g 4
2o b GBlo nl oS5 5l )l JiSw 5 pgad (o3l
e s o5 L el ble ok, sl
)lS )5.3[.3’ gS.‘>5.A L)""L‘“‘ 5 )ylf u_el..a el o\.LoT S99
U S g dgae (s 2l ol )0l Sage 09000
Slo ol DY cal sss LS5 bl wgion
abal) 9 9Bbios (gm0 £32 So g (e 22 So Il

D] el 55 o ppa Slo 2L,

8(xyA00p)=gp(x140Y.6,¢)

+ig;(x ¥, 4,0.0,p)
QD)
2, 2 2
)4 Xr+VY Vr
gpxyAoybe)= exp| -
R( ) 27102 ( 202 ]
Xcos[?er—r+goj
A
D)

tape S yonjl Hy9ld
YW ol 9 5wl PCET o Lot (R3S 099



- NONDESTRLICTIVE TESTING TECHNOLOGY

oS il Jlael j0 ot lonil sl S5 o aig >
o lige gl ulide slaxs uss aS ol lis o Kgs 5
O o ol g awlyS JI3S Sl (g5 pgal Sk
YU, e o izl e g o o wlido slass o> 5
NS g (e gl oS 8 g Spe
a0 lacgs dlass 5 O o wlide slos Gaaxd (pl yo
S e oo Cewy |y pgal p Ve aS ool aid 3
ool o ABF a5 0 VD ek ol o zse Jsh
9 sn pyal (S5 gze Esl goe Jsb (n eSS
Sy pyas wb Gl gge Jsbo (n S iz 50
et A8 el 5lels Cgne (antil 5 93,5 e 9
2505 Sl Jhe (2o pgal CoiS p ailis] gl
oMo L5 g 5l ol gla it le glailin] mha

(<)

C‘ ,.'}h.m " ‘ (_gl).’ w‘ ol oolo UL..M.’ ).....D.u ‘)3 (_ngy).a
ol 00l solau )y.lf ‘;La )1 ‘)JjLa.i )| ).,.M.\...s Sl
Ol 15 FSTy 5 Sl 95 655 039 b Jods &
pac g g sl 6,5, pglai gl o culks 4
ouds angs V-V Lisw sillae o)&ﬁﬁ lasl ows T59
5 3o 5 5t MATLAB 2018 330 65 b e 5
e s jglate 4 0,)lg5 p el uST 0l38l ol

el 0 e
poas Oldbl jol8 Slo F-Y oo Glesg b gilas
&b S 5l Soge g aiS o0 4325 905 Srge SeS )
JW‘QMJ.&HJ.L:L:LA‘;»H@UBMJ
sl g bubie o 1) pgal sloadlse Sl
Slo pgal (0l n il H0 a8 dulbre alise
SXO w0 blo Sl bwg 39,9 pgal ,ul8
olaxs O 5 o uliie olaxs S a5 00,5 o Jod pgal )

e
% BEEs
o

gy
Wy
™. ¢
P adhy

v

(alh

ol sals olés "Jli_,il..\so..\.:a Ls;_losf)}gﬂjlgb)‘“simﬁo)lg},:x (o ,1.3[3“‘50)[.{3,3)3 -y u:.;ué.aUaa o..\.f:A.:.QSo)lsi,Iﬂ—YJi&

phnps Hld yonjl ool

AY

RS ul:uw.d) 9 ).o._:’L: 5‘1;3.5.0 O)Lou:) (P9 6,90



NONDPESTRLICTIVE TESTING TECHNOLOGY

()

(1))

o 00ls (Lad Sy L g 00l (lasS 5 45 ShU I (Sand hild 9 (0 ol S il gl (Al sy Slpole g -V JSCS

pea O USG50 .l sdslive LB zeos 4 js ol
Olas il b peal gly o g WY JSS a5l
PETE VI SRRV ) G ESK RGO PRV
S 9 Sy 510 S5 55 g wisin s
S il g S 2y 0 bad wlu ) ¥ peas

ol 00 00ls LS 3 g s idaw

7o o ——
Py .

TR
5 i \ ‘ : . .

2329 ,el5 PBlo Jlesl b (255 npa ¥ USS 0
5 ol 0l ools ylis © g Y S (gl (a5l
S P bad 5 Smaly Cgue 398 o0 omlive a5 johailen
35 &yp0 pople 0ad ilujl pgal ;o e ¥ S
S lrly ezl cdl Lol o)ls (g i zo05 oS
8 SIS 55 el 0 oolinl a5 4y Jlasl gz e

giuié&cjb)aoﬁdjﬁ]&)w.mw

O b g 0ad (plesSy5 45 5Ll 5l (o 00 (53ljls g (& ohl S 00 (g3lusly pgeal (Gl 200d (3Ll 5 g 1 prgeas -F JSB
ouds ools ylis

A

WpBnps b g9n)l 59l
WA lews g 5mb NA-EY o lels P©9d 0,99



NONDPESTRLICTIVE TESTING TECHNOLOGY

(<)

alie -0

S 1 e ol () &yl e e e (VYY) L coekes D]
Y o lnl (pye SlalS i85 Ol

slopsilSe g (o b ol cwlid ol (OV¥AF) o o Solo (Y]

oS (Bl g e BT (5)leas g cbilis 0850

St olnl Pl s el Gl el 5 Solere Sla gl

Lsojb d.ll>)...u)

https://www.civilica.com/Paper-. .l ,a:s
MEMARICONF01-MEMARICONFO1_140.html

[3] Rutledge, S.K., Banks, B.A., Forkapa, M., Stueber, T.,
Sechkar, E., & Malinowski, K. (2000). Atomic oxygen
treatment as a method of recovering smoke-damaged
paintings. Journal of the American Institute for
Conservation, 39, 1, 65-74.

[4] Movafeghi, A. (2018). Neutron radiography for
Evaluation of Designs and Defects of Cultural Vase of
Samiran at Tehran Research Reactor. Journal of
Radiation and Nuclear Technology, 4, 4, 22-30.

[5] Movafeghi A., Kargarnovin M.H., Soltanian-Zadeh H.,
et al. (2005). Flaw Detection Improvement of Digitized
Radiographs by Morphological Transformations.
Insight - Non-Destructive Testing and Condition
Monitoring, 47, 10, 625-630.

5 S olge 4 gianld b 05 OTAY) G das ean [£]
B °>g"| M&Muﬁaﬁw,c)otsuf?uﬁ e oW LSL“&j)
N olads

[7] Baldia, C.M., Jakes, K.A. (2007). Photographic

methods to detect colourants in archaeological textiles.
Journal of Archaeological Science, 34, 4, 519-525.

[8] Da Silva, R.R., Siqueira, M.H.S., De Souza, M.P.V.,

Rebello, J. M.A., Caloba, L.P. (2005). Estimated
accuracy of classification of defects detected in welded

(h
Ot S b g oud (laiS 5 45 5 51 tand 00 (g3l yagea (o gl JS 0ud (siluasl g (Al ioad (g3Lojly Sl g B S5

ol sald

S S e ¥
Slogin b6l nnsal o )5 0 sla by, Gz cnl o
Seoms 5 Ol slagyb (o) n 9 s glp il B
o9y &S s o lid s el ol solaiul (g e (g5l
T 9 w800 Cuwy |y paal hes Sl (o, Kg 5y
A o7 Sledbl 5 az )by il )b o LS bl ol
o9y el 0 LAt g, (I b lagl 50,5 e g g
25a 3l (o SlOIbI a3 slagi b 510 g
S50 bt Gl 25k 9550 50 (Sledbl g ams po Cnsy
pobas jo cwl S iulidl gl el Blo 5l o)l08 el
5 ol 4B el o 03l UV g CR g, 4 ol
Foaly 1y shl 5o ezse Sl sk g e Sl
O 9l (Blo jo bl pglae psi b S olulis
Slr@ls G ol ool S8 L s wael sy bl
Sewdy il B g )5 n 5l Jolo pglal CudS Sone
2 emlie Sledbl UV 4 CR 51 Jol> pgla asue]
sl ol 31 ookl U Lol was o 8 o), Siaye L]
31 e g i Slodlbl gzl o oo pgas (Bil0

Sboe pglad

AF

WpBnps b g9n)l 59l
VAR b 9 5l pido o)led pgs 0,93



AY

NONDPESTRLICTIVE TESTING TECHNOLOGY

[13] Ferrari, R.J., Rangayyan, R.M., Desautels, J.E.L.,
Fréere, AF. (2001). Analysis of Asymmetry in
Mammograms via Directional Filtering With Gabor
Wavelets. IEEE Trans. on Medical Imaging, 20, 9, 953-
964.

[14] Oh J., Choi, S-1., Kim Ch., Cho J., Choi Ch-h. (2013).
Selective generation of Gabor features for fast face
recognition on mobile devices. Pattern Recognition
Letters, 34, 13, 1540-1547.
https://doi.org/10.1016/j.patrec.2013.06.009.

[15] Kruizinga, P., Petkov, N., and Grigorescu, S.E. (1999).
Comparison of texture features based on Gabor filters.
Proceedings of the 10th International Conference on
Image Analysis and processing, Venice, Italy, pp. 142-
147.

joints by radiographic tests. NDT and E International,
38, 5, 335-343.

[9] Daubechies, 1., Defrise, M., and De Mol, C. (2004). An
iterative thresholding algorithm for linear inverse
problems with a sparsity constraint. Comm. Pure
Appl. Math., 57, 13, 1413-1457.

[10] Movafeghi, A., Yahaghi, E., Mohammadzadeh, N.,
Rokrok. B. (2017). Defect Detection and Contrast
Improvement of Radiographic Images using Nonlinear
Diffusion Filter Method. Journal of Nuclear Science
and Technology, 38, 1, 1-11.

[11] Serrano, A., de Diego, I.M., Conde, C., Cabello, E.
(2011). Analysis of variance of Gabor filter banks
parameters for optimal face recognition. Pattern
Recognition Letters, 32, 15, 1998-2008.

[12] Bendada, A., Sfarra, S., Ibarra—Castandeo, C.,
Akhloufi, M., Caumes, J.—P., Pradere, C., Batsale, J.—
C., and Maldague, X. (2015). Subsurface imaging for
panel paintings inspection: A comparative study of the
ultraviolet, the visible, the infrared and the terahertz
spectra. Opto—Electronics Review, 23, 1, 88-99. DOI:
10.1515/0ere—2015-0013.

WLV YT RAP FVS ST FE
YW ol 9 5wl PCET o Lot (R3S 099


https://doi.org/10.1016/j.patrec.2013.06.009

